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Intensity (Arbr. Unit)

A x.
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26 (degree)

Position Al (at %) Fe (at %) Cr (at %) Co (at %) Ni (at %)
1 2138 18.39 17.78 19.75 22.70
2 34.37 11.98 6.32 19.61 27.72
3 -- 25.65 2932 2322 21.81
4 2.87 27.96 47.85 16.60 4.73
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Wt% Ni Cr Fe Co Mn Ti Al Mo Si W Cu C P S B
Hastelloy | 47.88 | 21.88 | 19.19 | 0.89 0.68 | <0.01 | 0.09 8.40 0.28 0.56 0.06 0.07 0.01 | <0.01 <0.01
Inconel 64.00 | 22.00 | 1.00 0.50 0.40 0.40 9.20 0.50 0.10 | <0.02 | <0.02
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